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GARNET #80
olxt HE T
Retained % KJ80
Mesh MM Guaranteed Typical :
40 0.425 0~5 0.06 <
50 0.300 0~25 20.14 g
60 0.250 10 ~ 40 28.44 ﬁ
80 0.180 20 ~ 60 40.26 = = = ; -
50 60 80 100 Pan
100 0.150 0~ 20 7.14
Pan 0-10 396 Mesh (ASTM)
I-"ﬂ AME =|
Minerals Guaranteed Typical
Garnet Min 97.00% 98.30%
[lmenite Max 02.00% 01.20%
Others Max 01.00% 00.50%
g2/ 5
Parameters Guaranteed Typical
MET Max 15 mS/m 12.44 mS/m
Aot s Max 25 ppm 19.78 ppm
HIZ= 3.9~43 3.98
21 H| &S 2.1~2.7g/cm? 2.30 g/cm?
a4r Min 7 moh scale 7 moh scale
=M None None
] Max 1500 mg/l 1480 mg/L
TEES Max 0.30 % 0.14 %
stst M
Elements Guaranteed Typical
Si02 33.0~37.0% 36.10 %
Al203 19.0~22.0 % 21.10 %
Fe20s 30.0 ~ 35.0 % 30.78 %
MgO 6.0~80% 7.20 %
Ca0 1.0~20% 1.40 %
TiO2 10~40% 2.94 %






